







   

























































 






















 








                         

                      

                        


                                   

                          

                              

                          



























 







REPORT NUMBER : TURT220036482

APPLICANT NAME : Etika Endüstriyel Boyalar San.Tic.Ltd. ti.

ADDRESS : Birlik OSB.Mah. Bat Cad.2.Sok.No:5Tuzla   stanbul   /  
TURKEY

Attention : Mustafa Çevik ( mcevik@etikapowder.com )

SAMPLE DESCRIPTION : One sample of  Red powder paint

DATE IN : 31 March ,2022 ( 14:00:00)
DATE OUT : 6 April ,2022

TEST REPORT
Page 1 of 5

REQUEST. Rohs Directive (EU) 2015/863 amending Annex II to Directive 
2011/65/EU

CONCLUSION

PART DESCRIPTION

Sample 1 Sample Pass

This report (including any enclosures and attachments) are prepared for the exclusive use of the Customer(s) named in the report and solely 
for the purpose for which it is provided and on the basis of instructions and information and/or materials supplied by Intertek�s Customer. 
The test results relate only to the specific items tested and arenot intended to be a recommendation for any particular course of action. 
Customer is responsible for acting as it sees fit on the basis of such results. Unless Intertek provide express prior written consent, no 
part of this report should be reproduced, distributed or communicated to any third party, nor could it be used for PR activities. Intertek 
do not accept any liability if this report is used for an alternative purpose from which it is intended, nor do Intertek owe any duty of 
care to any third party in respect of this report. Except where explicitly agreed in writing, all work and services performed is governed by 
Intertek Standard Terms and Conditions of Service which is available on request or can be obtained at http://www.intertek.com/terms. Testing 
reports without signature are not valid. The sample has been provided by the customer and the results apply to the sample as received. 
Sample information is supplied by the customer. Unless otherwise requested, this laboratory applies shared risk decision rule. Unless 
otherwise is specified, all Pass or Fail results are given without uncertainty considered. The reported uncertainty is based on a standard 
uncertainty multiplied by a coverage factor k=2, providing a level of confidence of approximately 95%. The uncertainty evaluation has been 
carried out in accordance with ISO/IEC 17025 andTÜRKAK accreditation requirements. Tests marked (*) in this test report are not included in 
the TÜRKAK accreditation schedule for this laboratory. Intertek accredited by TÜRKAK under registration number [AB-0716-T] for [TS EN ISO 
IEC 17025] as test laboratory. Turkish Accreditation Agency (TURKAK) is a signatory to the European co-operation for Accreditation (EA) 
Multilateral Agreement (MLA) and to the International Laboratory Accreditation Cooperation (ILAC) Mutual Recognition Arrangement (MRA) for 
the recognition of test reports.
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